
INSERTION FORCE RESULTS OF NYE’S GREASES
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Average Insertion Force for 3 lots of Greases Tested on 2.8 mm Apex Tin Terminals (oz)

Dry 769G 8917 760G 768G

Initial Insertion

769G = 22.442 oz

8917 = 22.375 oz



FRETTING DATA ON 2.8 MM APEX COPPER-TIN TERMINALS

769G lasted 4X longer than existing 768G and 11% longer than 

8917




